Specifications of Iron Ore Sinter

Test Items Test Method Result
%Fe ISO 9507/2597-1 63.5
%Si02 ISO 2598-1 4.62
%Al1203 ISO 4688-1/6830 0.75
%S ISO 4689 <0.05
%P ISO 4687-1 0.048
Zn(ppm) ISO 9516 147
%K 1ISO 13312 0.06
%Na ISO 13313 0.096
Size(mm) WT(%)
-9.5 73.42
+9.5 26.58




